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Cv Cyclic voltammetry

ECA Electrochemical active area

EDX Energy dispersive X-ray

FCC Face-centered cubic

MEA Membrane electrode assembly
PEMFC Proton exchange membrane fuel cell
PTFE Polytetrafluoroethylene

SEM Scanning electron microscopy

TEM Transmission electron microscopy
XRD X-ray diffraction
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(Preparation of high performance electrocatalyst and MEA for proton exchange membrane fuel cell.)
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