a v % d
YU IVYRVVANYINU
A
1394

aa [ A a a v Jd
Nﬂmﬂ%ﬂﬂﬁ55%%1ﬂ6ﬁﬂﬂﬂ%ﬂdﬂﬁﬂﬂﬂ%ﬂﬂW@ﬂﬂ?ﬂﬂﬂﬂﬂ@ﬁﬂﬂ

(Effect of epoxidized natural rubber on properties of polyvinyl alcohol)
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